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MEHRLAR B RHNELRETHERA A
Company Name YUEQING PUSHIKANG ELECTRONICS CO., LTD.
shown on Report

#o dk Hh AT A AR T T IRIR AR A )b A R Kk 4 )2
Address FLOOR 4,VILLAGE CENTER BUILDING,CHUANSHA ROAD,LONGCHUAN

VILLAGE,DANXI TOWN,YUEQING CITY,ZHEJIANG PROVINCE,CHINA.

DA IR Z e fi B e A5 B e BB R AR
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

FF i PR fqc FHEHEAY, R
Sample Name connector, HDMI
FEmm B H 3 2022.01.07
Sample Received Date Jan. 7, 2022
A w0 A 2022.01.07-2022.01.12 .
Testing Period Jan. 7, 2022 to Jan. 12, 2022 Q%\\(\ERN
SN
R LR R4 R, X FTRACRE S PR (PD), $8(Cd), R(HG), ZSHE(Cr(vD), [ £
Z R IE(PBBs), £IR 4 Ek(PBDES), 487 — H[iZfis(DBP, BBP, DEHP, %
DIBP) 4Tt . O
yertr i o

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs),
Polybrominated Diphenyl Ethers (PBDES), Phthalates (DBP, BBP, DEHP,
DIBP) in the submitted sample(s).

Inspection & T

T PR AR A 45 R HZ T
Test Method/Test Result(s) Please refer to the following page(s).
+ W 2 > B % - 43%
Tested by = .} T Reviewed by >~ =
i 2 \ ~ H
M N = 32 Fa Eate . 2022.01.12
PAELLYS
g, N o7 A 25+ N Lab Authorized
: ﬁ natory

> No. T428351449
e PR I 5 2 D7 S0 2 K A R T o

CTI Building, Xing Dong Community, Xin’an Sub-district, Bao’an District, Shenzhen City, Guangdong Province, P.R. China

Hotline:400-6788-333 ~ www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Report No.  A2220009109103E Page 2 of 9
MK HE Test Method
M H A7 2% NN E
Tested Item(s) Test Method Measured Equipment(s)
Y Lead (Pb) IEC 62321-5:2013 ICP-OES
% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7k Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
IEC 62321-7-1:2015 UV-Vis

754 Hexavalent Chromium (Cr(V1))

IEC 62321-7-2:2017 F1/8§ IEC 62321-5:2013 J iz
i
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

% JAELZK Polybrominated Biphenyls

IEC 62321-6:2015 GC-MS
(PBBs)

% R 2Kk Polybrominated Diphenyl

IEC 62321-6:2015 GC-MS
Ethers (PBDEsS)

AR — H RS Phthalates (DBP, BBP,

IEC 62321-8:2017 GC-MS
DEHP, DIBP)
Hotline:400-6788-333  www.cti-cert.com Complaint E-mail:complaint@cti-cert.com
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RS R Test Result(s)
WRITH Tested Item(s) #iR Result FHHERHER MDL
001 002
Hr Lead (Pb) N.D. 36 mg/kg 2 mg/kg
% Cadmium (Cd) N.D. N.D. 2 mg/kg
7Kk Mercury (Hg) N.D. N.D. 2 mg/kg
N . N.D. - 8 mg/kg
NI Hexavalent Chromium (Cr(V1)) - Tt/ 0,10 LyfemALO0)
BHATH Tosted Item(s) AR el Jr¥eko IR MDL
Z R Polybrominated Biphenyls (PBBs)
—JRELZE Monobromobiphenyl N.D. 5 mg/kg
TREEZE Dibromobiphenyl N.D. 5 mg/kg
=JREEZ Tribromobiphenyl N.D. 5 mg/kg
VYRR Tetrabromobiphenyl N.D. 5 mg/kg
TLREIR Pentabromobiphenyl N.D. 5 mg/kg
INIRECZR. Hexabromobiphenyl N.D. 5 mg/kg
LIRIEZE Heptabromobiphenyl N.D. 5 mg/kg
JURECZR Octabromobiphenyl N.D. 5 mg/kg
JUIREER Nonabromobiphenyl N.D. 5 mg/kg
+¥RIEEZK Decabromobiphenyl N.D. 5 mg/kg
JRIAH Tested Item(s) %%()(F::SUH ikt HBR MDL
ZIREZE Polybrominated Biphenyls (PBBs)
— R Monobromobiphenyl N.D. 5 mg/kg
TR Dibromobiphenyl N.D. 5 mg/kg
=R Tribromobiphenyl N.D. 5 mg/kg
VYRELZ Tetrabromobiphenyl N.D. 5 mg/kg
TLIREEZS Pentabromobiphenyl N.D. 5 mg/kg
INIRIEK Hexabromobiphenyl N.D. 5 mg/kg
LIRECPE Heptabromobiphenyl N.D. 5 mg/kg
JUIREEZK Octabromobiphenyl N.D. 5 mg/kg
JUBELZE Nonabromobiphenyl N.D. 5 mg/kg
T ¥RELZK Decabromobiphenyl N.D. 5 mg/kg

www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-336

Complaint E-mail:complaint@cti-cert.com
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Report No.  A2220009109103E Page 4 of 9
BRI Tested ltem(s) %%Oifsu" JHEREHIR MDL
Z IR KBt Polybrominated Diphenyl Ethers (PBDEs)

—JR 2Kk Monobromodiphenyl ether N.D. 5 mg/kg
R KM Dibromodiphenyl ether N.D. 5 mg/kg
= KK Tribromodiphenyl ether N.D. 5 mg/kg
VO — KM% Tetrabromodiphenyl ether N.D. 5 mg/kg
FLR 2K Pentabromodiphenyl ether N.D. 5 mg/kg
7N K% Hexabromodiphenyl ether N.D. 5 mg/kg
B IR 2KF Heptabromodiphenyl ether N.D. 5 mg/kg
JUIR KM% Octabromodiphenyl ether N.D. 5 mg/kg
JUR K Nonabromodiphenyl ether N.D. 5 mg/kg
+¥R 2K Decabromodiphenyl ether N.D. 5 mg/kg
JRIAH Tested Item(s) %%O(I)?zesult ikt HBR MDL
LR KBt Polybrominated Diphenyl Ethers (PBDEs)

— 2K Monobromodiphenyl ether N.D. 5 mg/kg
R KM Dibromodiphenyl ether N.D. 5 mg/kg
— IR KWk Tribromodiphenyl ether N.D. 5 mg/kg
PUJR —2KM# Tetrabromodiphenyl ether N.D. 5 mg/kg
FLIR KMk Pentabromodiphenyl ether N.D. 5 mg/kg
7NIR 2R Hexabromodiphenyl ether N.D. 5 mg/kg
IR M Heptabromodiphenyl ether N.D. 5 mg/kg
J\IR — 2% Octabromodiphenyl ether N.D. 5 mg/kg
JUR KT Nonabromodiphenyl ether N.D. 5 mg/kg
R — K Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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PRI E Tested Item(s)

Z5 5 Result

001

FER R MDL

4RF —HFRfE Phthalates (DBP, BBP, DEHP, DIBP)

AR2K —HR — Tl Dibutyl phthalate
(DBP) CAS#:84-74-2

N.D.

50 mg/kg

oR ZHIER T AR AR Butyl benzyl
phthalate (BBP) CAS#:85-68-7

N.D.

50 mg/kg

PR IR —(2-25) Ol
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

50 mg/kg

IR _HIEE — 5 T I Diisobutyl
phthalate (DIBP) CAS#:84-69-5

N.D.

50 mg/kg

PRI E Tested Item(s)

ZE B Result

002

Jrks PR MDL

483 — FEsEE Phthalates (DBP, BBP, DEHP, DIBP)

487 —H R — T lig Dibutyl phthalate
(DBP) CAS#:84-74-2

N.D.

50 mg/kg

AROR T HR T IR AR Butyl benzyl
phthalate (BBP) CAS#:85-68-7

N.D.

50 mg/kg

PR IR —(2-25) Ol
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

50 mg/kg

IR —HIEE — 5 Tl Diisobutyl
phthalate (DIBP) CAS#:84-69-5

N.D.

50 mg/kg

E-mail:info

@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com



CTI IE 18

AR
Test Report

WS A2220009109103E H67 3L9 T
Report No.  A2220009109103E Page 6 of 9
BEFERALHER Sample/Part Description

001 VB, HEFKEEEL Mixed test, black and beige plastic

002 RN, WHRCEENEE. THRAOGEENSBEMNTAERAA/EOEZ4E Mixed test,

metal with silvery plating, metal with silver-white plating and metal with silver-white/golden plating

2k RERFER, WEHETRANR, WRGERARIE S PR AR —Fh S — 5
8.
-N.D. = R (T 75 H PR el 2 IR)
-mg/kg = ppm= HJisrZ—
-LOQ = ERIR, 7Sk E &Ry 0.10 pg/em?
YOS ESIREEZNT 0.10 pg/em?, FE AR A H 7SS

Remark: As specified by client, the test was conducted by mixing several samples together. The result(s)
shown on this report may be different from the content of any homogeneous material.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL or LOQ)
-mg/kg = ppm = parts per million
-LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm?
-YThe sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10 ug/cm?. The coating
is considered a non-Cr(V1) based coating.

VERE: ARG P EARG RARTE. B, S REREES . SRR EE .

Note: The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-ma

:complaint@cti-cert.com
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BIFRAE Test Process
1. % Lead (Pb), 48 Cadmium (Cd), % Chromium(Cr)

FREfFMA T HESRA MG a7 I R SR

Weigh sample and place it
in a vessel

—)

Add digestion reagent

Digest the sample

FH R A 2 B A
i B s
Fi| ICP-OES TR Dry Ashing/ — Resid
b SR ! _ﬁ Alkali Fusion/ csdne it
' Make up with Acid Dissolution (::
Analyzed by ioni - Filtration
ICP-OES delonized water .
ik
Solution
2. 7k Mercury (Hg)
FREFE & T RN AR+ AT AR AR 77 TE TR T WA A ¥ MR i

Weigh sample and place it in a
microwave digestion vessel

Add digestion reagent

Digest sample in microwave
digestion oven

F ICP-OES
Vi
Analyzed by
ICP-OES

3. A#& Hexavalent Chromium (Cr(VI))

FEETAGER
Make up with

deionized water

(1) IEC 62321-7-1:2015

A AR A
Frif b B
Alkali Fusion/
Acid Dissolution

it @

i

Solution

Residue L
Filtration

the sample

HIE & A
Take a portion of

F i K B HL

(FESE: #KEF=1cm?:1mL)
Extraction with boiling water
(The ratio of sample area to boiling water

volume 1s 1 em?to 1 mL)

i E H R R
Filter and remove

the sample

F UV-Vis 70 AR i
Analyzed by UV-Vis Add test solution
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

I

TS pH
Adjust the pH value

of the solution

Complaint E-mail:complaint@cti-cert.com
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(2) IEC 62321-7-2:2017
R T AR P »
Weigh sample and place it [ — m ).‘\ i ﬁﬁﬁt” ! — IR i
in a vessel Add digestion reagent Digest the sample
iy
I A wiza VST pH {E WA, i
Add test solution I — Ad'lo l;agtﬁlgh:;;u}[ﬁ;‘llue ] Cool and filter
I
VA BEIE i pH fH HERATKER F UV-Vis 4
Adjust the pH value  — Make up with — Analvzed by UV-Vis
of the solution deionized water ¥y Y

4, ZEBEZE Polybrominated Biphenyls (PBBs), %R Polybrominated Diphenyl Ethers (PBDES)

WEFRTES S FA LA T2 E R BB
Weigh le and pl —" Extracted with —
F187 sammple and place Hactee Wi Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 i FAHEFER HREEIFRERERA
— Make up with G— Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 45% — FERME Phthalates (DBP, BBP, DEHP, DIBP)
WEFRTES S FA LA T2 E R BB
Weigh le and pl —" Extracted with —
F187 sammple and place Hactee Wi Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 i FAHEFER HREEIFRERERA
— Make up with G— Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.c Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.c
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ERTCIA
Photo(s) of the sample(s)

001 002

75 BH Statement:
1. kRS o NS T < & A i S 4% 5 TR
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. WMEKAF BRI SRR AE B HEE SR AL, BEE RO RS £ 5T, CTI A%
The Company Name shown on Report and Address, the sample(s) and sample information was/were
provided by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR A I A FRA B2 IR it 47 5%
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. RZ CTI-PMFER, NS EHIA®R L
Without written approval of CTl, this report can’t be reproduced except in full;
5. WA RSN A SR ICAREESR, SO
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

*kk ;J:Iii %: é:él: ;E *k*k

*** End of Report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B¢ Appendix
ZpPSEEE GERRAER) Client Reference Photo (Non-tested sample)

001 002

75 B Statement:

1 WA EHHREE SR, REE NN RN T, CTI RS RS,
The Appendix Information was/were provided by the applicant who should be responsible for the
authenticity which CTI hasn’t verified.

2. B2 A2220009109103E ) 45 fIHh 7E -
The Appendix Information is/are the supplement(s) for the Report A2220009109103E.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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